
 

Slide Bearings and Skidway Materials 

 

The graph below shows the relationship between friction and bearing pressure for standard Slide 
bearing and Skidway materials. 
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Bearing Pressure (MPa)

Effect of Load on Frictional Coefficient for various materials

AF103

AF115

Virgin PTFE

Sliding Speed: 25mm/min
Stroke: 50mm
Temperature: 23C
Stainless Steel Finish: 2B

 


